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SHANTOU JINYU TOY CO., LTD 

3rd Floor, No.124, Fengxiang Road, Xinning Community, Fengxiang Street, Chenghai District, Shantou City, 

Guangdong Province, China 

The following samples were submitted and identified by/on behalf of client as: 

Name of product/item: Quiet Fidget Toys 

Item No.: JY701, JY702, JY703, JY704, JY705, JY706, JY707, JY708, JY709 

Sample received date: Apr. 26, 2024 

Testing period: From Apr. 26, 2024 to May 02, 2024 

Test conclusion: 

Summary Result 

1. Phthalates content requirement in Items 51 and 52 of Regulation (EU) 2018/2005 amending

Annex ⅩⅦ of REACH Regulation (EC) No.1907/2006. (previously restricted under Directive

2005/84/EC)

Pass 

2. US Consumer Product Safety Improvement Act 2008 TitleⅠ(CPSIA), Sec 108(a) & (b)(3) and

US 16 CFR Part 1307 for Prohibition of Children's Toys and Child Care Articles Containing

Specified Phthalates

Pass 

Tested by :   Inspected by : Approved by : 

Zhang PeiXun, Potter Zhang WenXia, Wendy Lin JiaSheng, Lin 
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Phthalates analysis: 

1. With reference to ISO 8124-6:2018, by Gas Chromatography–Mass Spectrometry (GC-MS) analysis.   

                 Sample No.  

Item(s)  
CAS No. 

Result (mg/kg)   Report 

limit 

(mg/kg) 1 

Dibutyl phthalate (DBP) 84-74-2 ND 50 

Benzylbutyl phthalate (BBP) 85-68-7 ND 50 

Bis(2-ethylhexyl) phthalate (DEHP) 117-81-7 ND 50 

Diisobutyl phthalate (DIBP) 84-69-5 ND 50 

Di-n-octyl phthalate (DNOP) 117-84-0 ND 50 

Di-‘isononyl’ phthalate (DINP) 
28553-12-0, 

68515-48-0 
ND 100 

Di-‘isodecyl’ phthalate (DIDP) 
26761-40-0, 

68515-49-1 
ND 100 

Sum (DBP+BBP+DEHP+DIBP) --- ND --- 

Sum (DNOP+DIDP+DINP) --- ND --- 

 

2. With reference to CPSC-CH-C1001-09.4, by Gas Chromatography-Mass Spectrometer (GC-MS) analysis. 

                 Sample No. 

Item(s)   
CAS No. 

Result (mg/kg)       Report 

limit 

(mg/kg) 1 

Dibutyl phthalate (DBP) 84-74-2 ND 50 

Benzyl Butyl Phthalate (BBP) 85-68-7 ND 50 

Di(2-ethylhexyl) phthalate (DEHP) 117-81-7 ND 50 

Diisobutyl phthalate (DIBP) 84-69-5 ND 50 

Di-n-pentyl phthalate (DPENP) 131-18-0 ND 50 

Di-n-hexyl phthalate (DHEXP) 84-75-3 ND 50 

Dicyclohexyl phthalate (DCHP) 84-61-7 ND 50 

Di-‘isononyl’ phthalate (DINP) 
28553-12-0, 

68515-48-0 
ND 100 
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Summary of permissible limits of requirements: 

Requirements: Limit: 

Regulation (EU) 2018/2005 amending Annex ⅩⅦ of REACH Regulation (EC) No.1907/2006. 

For all toys and childcare articles. 
Sum (DBP+BBP+DEHP+DIBP)<1000 

mg/kg 

For all toys and childcare articles that can be placed in the mouth. Sum (DNOP+DIDP+DINP)<1000 mg/kg 

US 16 CFR Part 1307- Phthalates. 

For all children's toys and child care articles. 
(DBP, BBP, DEHP, DIBP, DINP, DPENP, 

DHEXP/DnHP, DCHP)<1000 mg/kg 

 

Tested component(s): 

Code Specimen name 

1 White plastic + Blue plastic + Red plastic 

 

Note: 

ND = Not detected (less than report limit); 

mg/kg = ppm = part per million. 

(1) As specified by applicant, to test content in the selected materials of the submitted samples. The test 

results are only responsible for the submitted sample.  

(2) Mixed test has been performed and the result(s) is (are) calculated using the total sample weight.  

(3) Results below the report limit were not included in the summation calculation. 

 

Sample photo(s):  
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***End of Report*** 




